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Metals Used for the 
Building & Construction Industry 

 

Corrosion Rates of Some Bare Metals
in Various Environments
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Data References 
 
Aluminum: J. R. Davis, ASM Specialty Handbook Aluminum and Aluminum Alloys, 
p605, ASM International, Materials Park, OH (1993). 
 
Carbon Steel:  1. Desert data calculated from ASM Handbook, Vol.13, p 511., ASM 
International, Materials Park, OH (1987)  2. All other data from Handbook of 
Corrosion Data, B. D. Craig and D. S. Anderson, ed., p 178, ASM International, 
Materials Park, OH (1995) 

Copper: J. R. Davis, Corrosion of Aluminum and Aluminum Alloys, p 146, ASM 
International, Materials Park, OH (1999). 

Zinc: Industrial Galvanizers Corp "Estimating Coating Life of Galvanized Coatings" 
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